REPORT

Technical Report: (8520)337-0060

Page 1 of 4
DECEMBER 08, 2020

Thismportis, by,and' T by refe CPSCﬂndhnnsomemasposfadatthadateo!Bsu&mﬁofmmmrtal

itas.ce e/at siness/cps /terms- nd is i i for your ive use. Any copying or
rspbcxbonnfm:upnﬂtoorfnranyomarpemmormw nrmenfournam orf.-adamgrk is permitted only with our prior written permission.
This report sets forth our findings solely with respect to the test samples identified herein. Thsm&ulﬂ;se”mﬂ?mfhsrmoﬂarsmfnﬁcahwo«

representative of the quality or characteristics of the lot from which a test sample was taken or any similar or id ‘,_ duct unless i

andexpmssgrnmd Ourrspodnmhmsaﬂoffhetesfsmqmsfedbyyouandthamsuhfhsrmfhgssdmmm ion that you provided to
ty is only provide upnnmqmsffarmamdfemYouhamﬁadajsﬂnmdafeo!mmoffhsmportmnoaﬁrm

ofanymfeﬁarsrmroromsnmcaussdbyournsgﬁgmmdywmwm ided, b , that such notice shall

be in writing and shall specifically address the issue you wish to raise. A failure to raise such issue wﬂm the prescribed hmeshaﬂ‘mnsfﬂumyou
unqualified acceptance of the completeness of this reporl, the tests conducted and the correctness of the repont




TEST REPORT

OUR PLACE
DATE IN: DECEMBER 02, 2020
MOD. LOG IN: /
DATE OUT: DECEMBER 08, 2020
REVISED DATE: /
WORKING DAYS: 3
PAGE: 20F 4
OVERALL RATING
PASS
FAIL
DATA X
TESTING FOR
TOTAL HEAVY METAL -AS CLIENT’'S REQUIREMENT
Sample Description: | ALWAYS PAN
Manufacturer: OUR PLACE P.0. No.: |/
Buyer: FROM OUR PLACE Style: |/
Country of Origin: CHINA Country of Destination: | USA
Color: SPICE SKU Number: |/
Re-test: Yes:| | No:|[X] Charge Vendor: | Yes: [ X |  No:| |
Previous Report No.: |/
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EXECUTIVE SUMMARY:
1. The total heavy metal content of submitted sample(s) are recorded as below. (DATA)
Total Heavy Metal —As client’s requirement
Sampe Color Location Style
Identity ty
A. Transparent, SPICE coatings Long Handle & knob on lid All
B. Spice coating Exterior coating of body & lid All
c Grey coating Interior coating on inner body All
Result (mg/kg)
Analyte Sample ID
A B. C.
Lithium (Li) ND ND ND
Cadmium (Cd) ND ND ND
Cobalt (Co) ND ND ND
Mercury (Hg) ND ND ND
Lead (Pb) ND ND ND

mg/kg = milligrams per kilogram (ppm=parts per LT =Less Than
million)

ND = Not Detected
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VERITAS

NOTE: If there are questions or concerns regarding above report, please contact the appropriate
lab persons.

BUREAU VERITAS SHENZHEN CO., LTD
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BRIAN TAM
MANAGER — HARDLINES DIVISION

END OF REPORT
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